
Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
4:               |         |       |               |             |             |      |      |      |      |      |      |      |
 Knoke-----------|   95    |  0-26 |Silty clay loam|MH, CH       |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |55-70 |25-40
                 |         | 26-50 |Silty clay     |MH, OH       |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |55-90 |15-40
                 |         |       | loam, mucky   |             |             |      |      |      |      |      |      |      |
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 50-60 |Silty clay     |CH, MH       |A-7          |   0  |   0  |95-100|95-100|90-100|80-95 |55-70 |25-40
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
6:               |         |       |               |             |             |      |      |      |      |      |      |      |
 Okoboji---------|   95    |  0-31 |Silty clay loam|CH           |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |55-65 |30-40
                 |         | 31-55 |Silty clay     |CH           |A-7          |   0  |   0  |95-100|95-100|90-100|80-95 |55-65 |30-40
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay          |             |             |      |      |      |      |      |      |      |
                 |         | 55-60 |Silty clay     |CH, CL       |A-7          |   0  | 0-5  |95-100|90-100|90-100|75-90 |45-55 |20-30
                 |         |       | loam,         |             |             |      |      |      |      |      |      |      |
                 |         |       | stratified    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam to silty |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
27B:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Terril----------|   100   |  0-29 |Loam           |CL           |A-6          |   0  | 0-5  |95-100|95-100|70-90 |60-80 |30-40 |10-20
                 |         | 29-37 |Loam, clay loam|CL           |A-6, A-7     |   0  | 0-5  |95-100|90-100|70-90 |60-80 |30-45 |10-25
                 |         | 37-60 |Loam, sandy    |CL-ML, SC-SM,|A-4, A-6     |   0  | 0-5  |95-100|90-100|65-95 |35-85 |20-40 | 5-20
                 |         |       | loam          | SC, CL      |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
27C:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Terril----------|   100   |  0-29 |Loam           |CL           |A-6          |   0  | 0-5  |95-100|95-100|70-90 |60-80 |30-40 |10-20
                 |         | 29-43 |Loam, clay loam|CL           |A-7, A-6     |   0  | 0-5  |95-100|90-100|70-90 |60-80 |30-45 |10-25
                 |         | 43-60 |Loam, sandy    |SC, CL, CL-  |A-6, A-4     |   0  | 0-5  |95-100|90-100|65-95 |35-85 |20-40 | 5-20
                 |         |       | loam          | ML, SC-SM   |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
28B:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Dickman---------|   95    |  0-14 |Fine sandy loam|SC, SM, SC-SM|A-4, A-2     |   0  |   0  |95-100|95-100|55-95 |25-40 |20-30 | 2-8
                 |         | 14-41 |Sand, fine     |SC-SM, SM, SC|A-4, A-2     |   0  |   0  |95-100|85-100|55-95 |25-45 |15-25 | 2-8
                 |         |       | sandy loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | loamy sand    |             |             |      |      |      |      |      |      |      |
                 |         | 41-60 |Sand, fine sand|SM, SP, SP-SM|A-3, A-2     |   0  |   0  |85-100|85-100|50-95 | 2-30 | 0-14 |  NP
                 |         |       |               |             |             |      |      |      |      |      |      |      |
28C2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Dickman---------|   95    |  0-14 |Fine sandy loam|SM, SC-SM, SC|A-4, A-2     |   0  |   0  |95-100|95-100|55-95 |25-40 |20-30 | 2-8
                 |         | 14-41 |Sand, fine     |SM, SC, SC-SM|A-4, A-2     |   0  |   0  |95-100|85-100|55-95 |25-45 |15-25 | 2-8
                 |         |       | sandy loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | loamy sand    |             |             |      |      |      |      |      |      |      |
                 |         | 41-60 |Sand, fine sand|SM, SP, SP-SM|A-3, A-2     |   0  |   0  |85-100|85-100|50-95 | 2-30 | 0-14 |  NP
                 |         |       |               |             |             |      |      |      |      |      |      |      |
34:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Estherville-----|   100   |  0-10 |Sandy loam     |SC, SM, SC-SM|A-4, A-2     |   0  | 0-5  |90-100|80-100|50-75 |25-50 |20-30 | 2-10
                 |         | 10-20 |Sandy loam,    |SC, SM, SC-SM|A-2, A-1, A-4|   0  | 0-5  |85-100|80-95 |40-75 |15-45 |20-30 | 2-8
                 |         |       | loam, coarse  |             |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 |         | 20-60 |Very gravelly  |SM, SP, SP-  |A-1          |   0  | 0-10 |55-90 |50-85 |10-40 | 2-25 | 0-14 |  NP
                 |         |       | loamy sand,   | SM, GP      |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly      |             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | loamy coarse  |             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
34B:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Estherville-----|   90    |  0-10 |Sandy loam     |SC-SM, SC, SM|A-4, A-2     |   0  | 0-5  |90-100|80-100|50-75 |25-50 |20-30 | 2-10
                 |         | 10-20 |Sandy loam,    |SM, SC, SC-SM|A-2, A-1, A-4|   0  | 0-5  |85-100|80-95 |40-75 |15-45 |20-30 | 2-8
                 |         |       | loam, coarse  |             |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 |         | 20-60 |Very gravelly  |SP, SP-SM,   |A-1          |   0  | 0-10 |55-90 |50-85 |10-40 | 2-25 | 0-14 |  NP
                 |         |       | loamy sand,   | SM, GP      |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly      |             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | loamy coarse  |             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
34C2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Estherville-----|   90    |  0-10 |Sandy loam     |SM, SC, SC-SM|A-4, A-2     |   0  | 0-5  |90-100|80-100|50-75 |25-50 |20-30 | 2-10
                 |         | 10-20 |Sandy loam,    |SM, SC-SM, SC|A-2, A-1, A-4|   0  | 0-5  |85-100|80-95 |40-75 |15-45 |20-30 | 2-8
                 |         |       | loam, coarse  |             |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 |         | 20-60 |Very gravelly  |SM, SP, GP,  |A-1          |   0  | 0-10 |55-90 |50-85 |10-40 | 2-25 | 0-14 |  NP
                 |         |       | loamy sand,   | SP-SM       |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly      |             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | loamy coarse  |             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
34D2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Estherville-----|   90    |  0-10 |Sandy loam     |SM, SC-SM, SC|A-4, A-2     |   0  | 0-5  |90-100|80-100|50-75 |25-50 |20-30 | 2-10
                 |         | 10-20 |Sandy loam,    |SM, SC-SM, SC|A-2, A-1, A-4|   0  | 0-5  |85-100|80-95 |40-75 |15-45 |20-30 | 2-8
                 |         |       | loam, coarse  |             |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 |         | 20-60 |Very gravelly  |SP, SP-SM,   |A-1          |   0  | 0-10 |55-90 |50-85 |10-40 | 2-25 | ---  |  NP
                 |         |       | loamy sand,   | SM, GP      |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly      |             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | loamy coarse  |             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
48:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Knoke-----------|   95    |  0-10 |Mucky silty    |OH, MH       |A-7          |   0  |   0  | 100  | 100  |95-100|90-95 |60-90 |10-30
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 10-25 |Silty clay     |OH, MH       |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |55-90 |15-40
                 |         |       | loam, mucky   |             |             |      |      |      |      |      |      |      |
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 25-60 |Silty clay     |CH, MH       |A-7          |   0  |   0  |95-100|95-100|90-100|80-95 |55-70 |25-40
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
55:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Nicollet--------|   85    |  0-15 |Loam           |CL           |A-7, A-6     | 0-1  | 0-5  |95-100|90-100|85-100|55-85 |30-45 |10-25
                 |         | 15-29 |Clay loam,     |CL           |A-7, A-6     | 0-1  | 0-5  |95-100|90-100|80-95 |55-80 |35-50 |15-25
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 29-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-75 |30-40 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
62C2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   85    |  0-7  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL, CL-ML    |A-6, A-4     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
62D2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   85    |  0-7  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL, CL-ML    |A-6, A-4     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
62E2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   85    |  0-7  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL, CL-ML    |A-6, A-4     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
62F:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   85    |  0-7  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL, CL-ML    |A-6, A-4     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
62G:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   85    |  0-7  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL, CL-ML    |A-6, A-4     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
90:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Okoboji---------|   95    |  0-17 |Mucky silt loam|OH, MH       |A-7          |   0  |   0  | 100  | 100  |95-100|90-95 |60-90 |10-30
                 |         | 17-25 |Silty clay     |CH           |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |55-65 |30-40
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay          |             |             |      |      |      |      |      |      |      |
                 |         | 25-48 |Silty clay     |CH           |A-7          |   0  |   0  |95-100|95-100|90-100|80-95 |55-65 |30-40
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay          |             |             |      |      |      |      |      |      |      |
                 |         | 48-60 |Stratified loam|CH, CL       |A-7          |   0  | 0-5  |95-100|90-100|90-100|75-90 |45-55 |20-30
                 |         |       | to silty clay |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
95:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Harps-----------|   95    |  0-17 |Loam           |CL           |A-7, A-6     |   0  | 0-5  |95-100|95-100|80-90 |65-80 |30-45 |10-25
                 |         | 17-42 |Loam, clay     |CH, CL       |A-7, A-6     |   0  | 0-5  |95-100|95-100|80-90 |65-80 |30-60 |15-35
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 42-60 |Loam, sandy    |CL           |A-6          |   0  | 0-5  |95-100|90-100|70-80 |50-75 |25-40 |10-25
                 |         |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
107:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Webster---------|   95    |  0-15 |Clay loam      |CH, CL       |A-6, A-7     |   0  | 0-5  |95-100|95-100|85-95 |70-90 |35-60 |15-30
                 |         | 15-30 |Clay loam,     |CL           |A-6, A-7     |   0  | 0-5  |95-100|95-100|85-95 |60-80 |35-50 |15-30
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 |         | 30-60 |Loam, sandy    |CL           |A-6          |   0  | 0-5  |95-100|90-100|75-85 |50-75 |30-40 |10-20
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
108:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Wadena----------|   90    |  0-16 |Loam           |ML           |A-4          |   0  |   0  |95-100|90-100|75-95 |50-65 |25-40 | 2-10
                 |         | 16-31 |Loam, sandy    |SM, CL, SC,  |A-6, A-4     |   0  |   0  |95-100|80-100|75-95 |40-60 |25-40 | 5-12
                 |         |       | loam, sandy   | ML          |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 31-60 |Stratified     |SP, SP-SM,   |A-2, A-1, A-3| 0-3  | 0-5  |45-100|35-100|10-80 | 2-10 | 0-14 |  NP
                 |         |       | gravelly      | GP-GM, GP   |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand to|             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
108B:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Wadena----------|   90    |  0-16 |Loam           |ML           |A-4          |   0  |   0  |95-100|90-100|75-95 |50-65 |25-40 | 2-10
                 |         | 16-31 |Loam, sandy    |SM, ML, SC,  |A-4, A-6     |   0  |   0  |95-100|80-100|75-95 |40-60 |25-40 | 5-12
                 |         |       | loam, sandy   | CL          |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 31-60 |Stratified     |SP, GP-GM,   |A-1, A-3, A-2| 0-3  | 0-5  |45-100|35-100|10-80 | 2-10 | 0-14 |  NP
                 |         |       | gravelly      | GP, SP-SM   |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand to|             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
108C2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Wadena----------|   95    |  0-16 |Loam           |ML           |A-4          |   0  |   0  |95-100|90-100|75-95 |50-65 |25-40 | 2-10
                 |         | 16-31 |Loam, sandy    |SM, ML, SC,  |A-6, A-4     |   0  |   0  |95-100|80-100|75-95 |40-60 |25-40 | 5-12
                 |         |       | loam, sandy   | CL          |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 31-60 |Stratified     |GP-GM, GP,   |A-2, A-1, A-3| 0-3  | 0-5  |45-100|35-100|10-80 | 2-10 | 0-14 |  NP
                 |         |       | gravelly      | SP-SM, SP   |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand to|             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
135:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Coland----------|   95    |  0-20 |Silty clay loam|CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25
                 |         | 20-44 |Clay loam,     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 44-60 |Loam, sandy    |SC-SM, SC,   |A-6, A-4     |   0  |   0  | 100  |90-100|60-70 |40-60 |20-40 | 5-15
                 |         |       | loam, sandy   | CL, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
138B:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Clarion---------|   85    |  0-14 |Loam           |CL, CL-ML    |A-6, A-4     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         | 14-28 |Loam, clay loam|CL-ML, CL    |A-6, A-4     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15
                 |         | 28-60 |Loam, sandy    |SC, CL, CL-  |A-6, A-4     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15
                 |         |       | loam          | ML, SC-SM   |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
138B2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Clarion---------|   85    |  0-8  |Loam           |CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         |  8-14 |Loam, silt loam|CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         | 14-28 |Loam, clay loam|CL-ML, CL    |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15
                 |         | 28-60 |Loam, sandy    |SC, SC-SM,   |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15
                 |         |       | loam          | CL, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
138C:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Clarion---------|   90    |  0-14 |Loam           |CL, CL-ML    |A-6, A-4     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         | 14-28 |Loam, clay loam|CL, CL-ML    |A-6, A-4     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15
                 |         | 28-60 |Loam, sandy    |SC-SM, SC,   |A-6, A-4     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15
                 |         |       | loam          | CL, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
138C2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Clarion---------|   85    |  0-8  |Loam           |CL-ML, CL    |A-6, A-4     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         |  8-14 |Loam, silt loam|CL, CL-ML    |A-6, A-4     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         | 14-28 |Loam, clay loam|CL-ML, CL    |A-6, A-4     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15
                 |         | 28-60 |Loam, sandy    |SC-SM, SC,   |A-6, A-4     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15
                 |         |       | loam          | CL, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
138D2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Clarion---------|   85    |  0-7  |Loam           |CL-ML, CL    |A-6, A-4     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         |  7-14 |Loam, silt loam|CL, CL-ML    |A-6, A-4     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         | 14-28 |Loam, clay loam|CL, CL-ML    |A-6, A-4     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15
                 |         | 28-60 |Loam, sandy    |SC-SM, SC,   |A-6, A-4     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15
                 |         |       | loam          | CL, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
168G:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Hayden----------|   90    |  0-11 |Loam           |CL, CL-ML    |A-4          |   0  |   0  | 100  |98-100|85-98 |50-80 |20-30 | 4-10
                 |         | 11-27 |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |95-100|90-100|80-95 |55-75 |30-50 |15-26
                 |         | 27-60 |Loam, sandy    |SC, CL       |A-4, A-6     | ---  | 0-5  |95-100|90-100|75-90 |35-70 |20-35 | 8-15
                 |         |       | loam, fine    |             |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
202:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Cylinder--------|   85    |  0-18 |Loam           |CL           |A-6          |   0  |   0  | 100  |90-100|80-100|50-75 |30-40 |10-20
                 |         | 18-28 |Loam, clay loam|SC, CL       |A-6          |   0  |   0  |95-100|80-100|80-95 |45-70 |30-40 |10-20
                 |         | 28-60 |Very gravelly  |SM, SP-SM    |A-1, A-3, A-2|   0  | 0-10 |65-95 |65-95 |20-55 | 5-25 | 0-14 |  NP
                 |         |       | loamy sand,   |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly      |             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | loamy sand    |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
203:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Cylinder--------|   90    |  0-22 |Loam           |CL           |A-6          |   0  |   0  | 100  |90-100|80-100|50-75 |30-40 |10-20
                 |         | 22-39 |Loam, clay loam|CL, SC       |A-6          |   0  |   0  |95-100|80-100|80-95 |45-70 |30-40 |10-20
                 |         | 39-60 |Very gravelly  |SP-SM, SM    |A-2, A-1, A-3|   0  | 0-10 |65-95 |65-95 |20-55 | 5-25 | 0-14 |  NP
                 |         |       | loamy sand,   |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly      |             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | loamy sand    |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
236B:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   90    |  0-9  |Loam           |ML, CL       |A-4, A-6     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-6, A-7     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
236B2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   90    |  0-9  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-7, A-6     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
236C:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   90    |  0-9  |Loam           |CL, ML       |A-4, A-6     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-6, A-7     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
236C2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   90    |  0-9  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-7, A-6     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
236D:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   90    |  0-9  |Loam           |CL, ML       |A-4, A-6     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-6, A-7     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
236D2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   90    |  0-9  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-7, A-6     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
236E:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   95    |  0-9  |Loam           |CL, ML       |A-4, A-6     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-6, A-7     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
236F:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   90    |  0-9  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-7, A-6     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
256D2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   60    |  0-9  |Loam           |CL, ML       |A-4, A-6     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-6, A-7     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   30    |  0-7  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL, CL-ML    |A-6, A-4     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
256E2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   55    |  0-9  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-7, A-6     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   35    |  0-8  |Loam           |ML, CL       |A-4, A-6     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  8-60 |Loam, clay loam|CL-ML, CL    |A-4, A-6     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
256F:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   50    |  0-9  |Loam           |ML, CL       |A-4, A-6     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-6, A-7     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   40    |  0-7  |Loam           |ML, CL       |A-6, A-4     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL, CL-ML    |A-6, A-4     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
256G:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Lester----------|   45    |  0-9  |Loam           |ML, CL       |A-4, A-6     |   0  | 0-5  |95-100|90-100|80-95 |50-70 |30-40 | 5-15
                 |         |  9-27 |Clay loam, loam|CL           |A-7, A-6     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25
                 |         | 27-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-70 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   45    |  0-7  |Loam           |ML, CL       |A-4, A-6     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL, CL-ML    |A-4, A-6     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
258:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Biscay----------|   95    |  0-20 |Loam           |CL, ML       |A-6, A-7     |   0  |   0  |95-100|95-100|70-95 |50-80 |35-50 |10-25
                 |         | 20-28 |Loam, clay     |CL, ML       |A-6, A-7     |   0  |   0  |95-100|90-100|70-90 |50-75 |30-50 |10-20
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 28-36 |Very gravelly  |SC, SM, SC-SM|A-4          | ---  | 0-5  |95-100|70-95 |50-80 |35-50 |15-30 | 2-10
                 |         |       | loamy sand,   |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly loam,|             |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly sandy|             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 36-60 |Stratified     |GP-GM, GP,   |A-1          | ---  | 0-5  |45-95 |35-95 |20-45 | 2-10 | ---  |  NP
                 |         |       | gravelly      | SP, SP-SM   |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand to|             |             |      |      |      |      |      |      |      |
                 |         |       | loamy sand    |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
259:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Biscay----------|   95    |  0-22 |Loam           |ML, CL       |A-7, A-6     |   0  |   0  |95-100|95-100|70-95 |50-80 |35-50 |10-25
                 |         | 22-35 |Loam, clay     |CL, ML       |A-7, A-6     |   0  |   0  |95-100|90-100|70-90 |50-75 |30-50 |10-20
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 35-43 |Very gravelly  |SM, SC-SM, SC|A-4          | ---  | 0-5  |95-100|70-95 |50-80 |35-50 |15-30 | 2-10
                 |         |       | loamy sand,   |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly loam,|             |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly sandy|             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 43-60 |Stratified     |GP-GM, SP,   |A-1          | ---  | 0-5  |45-95 |35-95 |20-45 | 2-10 | ---  |  NP
                 |         |       | gravelly      | GP, SP-SM   |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand to|             |             |      |      |      |      |      |      |      |
                 |         |       | loamy sand    |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
307:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Dundas----------|   95    |  0-13 |Silt loam      |CL, ML       |A-4, A-6     |   0  |   0  | 100  |95-98 |85-97 |60-80 |30-40 | 6-16
                 |         | 13-47 |Clay loam,     |CH, CL       |A-6, A-7     | ---  | 0-2  |97-100|90-98 |85-97 |50-90 |35-60 |15-30
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 47-60 |Clay loam,     |SC, CL       |A-6          | ---  | 0-2  |95-100|90-98 |80-95 |35-70 |30-40 |10-20
                 |         |       | loam, fine    |             |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
308:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Wadena----------|   90    |  0-14 |Loam           |ML           |A-4          |   0  |   0  |95-100|90-100|75-95 |50-65 |25-40 | 2-10
                 |         | 14-34 |Loam, sandy    |CL, SM, SC,  |A-6, A-4     |   0  |   0  |95-100|80-100|75-95 |40-60 |25-40 | 5-12
                 |         |       | loam, sandy   | ML          |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 34-60 |Stratified     |GP-GM, SP,   |A-2, A-1, A-3| 0-3  | 0-5  |45-100|35-100|10-80 | 2-10 | 0-14 |  NP
                 |         |       | gravelly      | GP, SP-SM   |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand to|             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
308B:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Wadena----------|   90    |  0-14 |Loam           |ML           |A-4          |   0  |   0  |95-100|90-100|75-95 |50-65 |25-40 | 2-10
                 |         | 14-34 |Loam, sandy    |ML, SM, SC,  |A-6, A-4     |   0  |   0  |95-100|80-100|75-95 |40-60 |25-40 | 5-12
                 |         |       | loam, sandy   | CL          |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 34-60 |Stratified     |SP, GP, SP-  |A-2, A-1, A-3| 0-3  | 0-5  |45-100|35-100|10-80 | 2-10 | 0-14 |  NP
                 |         |       | gravelly      | SM, GP-GM   |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand to|             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
325:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Le Sueur--------|   95    |  0-22 |Loam           |CL-ML, CL    |A-6, A-4     |   0  |   0  |95-100|95-100|90-100|70-85 |20-40 | 5-15
                 |         | 22-49 |Clay loam,     |CL           |A-7, A-6     |   0  |   0  |95-100|95-100|85-100|60-80 |35-50 |15-25
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 49-60 |Loam, clay loam|CL, CL-ML    |A-6, A-4     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |20-40 | 5-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
383:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Marna-----------|   90    |  0-30 |Silty clay loam|ML, MH       |A-7          |   0  |   0  |95-100|90-100|90-100|85-95 |45-65 |15-30
                 |         | 30-37 |Clay, silty    |CH, MH       |A-7          |   0  |   0  |95-100|90-100|90-100|85-95 |50-80 |20-45
                 |         |       | clay, silty   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 37-60 |Clay loam, loam|CL           |A-6, A-7     | ---  | 0-5  |95-100|90-100|75-95 |60-80 |35-50 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
385:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Guckeen---------|   95    |  0-27 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  |95-100|95-100|80-95 |40-50 |15-25
                 |         | 27-39 |Silty clay,    |CH, CL, MH,  |A-7          |   0  |   0  | 100  |95-100|95-100|80-95 |40-65 |15-30
                 |         |       | silty clay    | ML          |             |      |      |      |      |      |      |      |
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |         | 39-60 |Clay loam, loam|CL           |A-7, A-6     | ---  | 0-5  |90-100|90-98 |85-95 |60-75 |30-50 |10-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
386:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Cordova---------|   90    |  0-19 |Loam           |CL           |A-6, A-4     |   0  |   0  |95-100|95-100|90-100|70-85 |25-40 | 8-20
                 |         | 19-32 |Silty clay     |CL           |A-7          |   0  |   0  |90-100|90-100|85-95 |65-90 |40-50 |20-30
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 32-60 |Clay loam, loam|CL           |A-6          | ---  | 0-5  |90-100|90-100|80-95 |55-70 |30-40 |12-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
458:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Millington------|   95    |  0-33 |Loam           |OL, CL, ML   |A-4, A-7, A-6|   0  |   0  |90-100|90-100|80-100|70-95 |30-45 | 8-17
                 |         | 33-39 |Loam, silty    |CL           |A-7, A-6     |   0  |   0  |95-100|90-100|80-100|70-95 |28-50 |10-22
                 |         |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 39-60 |Stratified     |CL, CL-ML    |A-6, A-4, A-7|   0  |   0  |80-100|80-100|80-100|60-95 |20-45 | 5-20
                 |         |       | loamy fine    |             |             |      |      |      |      |      |      |      |
                 |         |       | sand to silty |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
485:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Spillville------|   95    |  0-53 |Loam           |CL           |A-6          |   0  |   0  | 100  |95-100|85-95 |60-80 |25-40 |10-20
                 |         | 53-60 |Sandy clay     |SC, CL-ML,   |A-4, A-6     |   0  |   0  | 100  |95-100|80-90 |35-75 |20-40 | 5-15
                 |         |       | loam, clay    | SC-SM, CL   |             |      |      |      |      |      |      |      |
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |         |       | loam, loam    |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
485B:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Spillville------|   95    |  0-53 |Loam           |CL           |A-6          |   0  |   0  | 100  |95-100|85-95 |60-80 |25-40 |10-20
                 |         | 53-60 |Loam, sandy    |SC, CL, CL-  |A-6, A-4     |   0  |   0  | 100  |95-100|80-90 |35-75 |20-40 | 5-15
                 |         |       | clay loam,    | ML, SC-SM   |             |      |      |      |      |      |      |      |
                 |         |       | clay loam,    |             |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
506:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Wacousta--------|   95    |  0-26 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|40-65 |20-40
                 |         | 26-53 |Silty clay     |CL, CH       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-60 |20-35
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 53-60 |Silt loam,     |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|95-100|85-100|80-90 |30-40 | 5-15
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
507:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Canisteo--------|   85    |  0-13 |Clay loam      |ML, CL       |A-7          |   0  |   0  |95-100|95-100|85-100|60-100|40-50 |15-20
                 |         | 13-30 |Clay loam,     |CL           |A-7, A-6     |   0  |   0  |98-100|90-100|85-95 |65-85 |38-50 |25-35
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 30-60 |Clay loam, loam|CL           |A-6          | ---  | 0-5  |95-100|90-98 |80-95 |50-75 |30-40 |12-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
508:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Calcousta-------|   90    |  0-11 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|40-65 |20-40
                 |         | 11-24 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-60 |20-35
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 24-60 |Silty clay     |CL, ML       |A-6, A-4     | ---  | 0-5  |95-100|95-100|85-100|80-90 |30-40 | 5-15
                 |         |       | loam,         |             |             |      |      |      |      |      |      |      |
                 |         |       | stratified    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam to silt  |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
566:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Moingona--------|   95    |  0-15 |Loam           |CL           |A-6, A-4     |   0  | 0-2  |95-100|95-100|80-90 |50-65 |25-40 | 8-15
                 |         | 15-39 |Sandy clay     |CL           |A-6          |   0  | 0-2  |95-100|95-100|80-90 |50-60 |25-40 |10-20
                 |         |       | loam, loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 39-60 |Loam, clay     |SC, CL       |A-4, A-6     |   0  | 0-2  |95-100|95-100|75-90 |40-55 |25-40 | 8-15
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
566C:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Moingona--------|   90    |  0-15 |Loam           |CL           |A-6, A-4     |   0  | 0-2  |95-100|95-100|80-90 |50-65 |25-40 | 8-15
                 |         | 15-39 |Sandy clay     |CL           |A-6          |   0  | 0-2  |95-100|95-100|80-90 |50-60 |25-40 |10-20
                 |         |       | loam, loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 39-60 |Loam, clay     |SC, CL       |A-4, A-6     |   0  | 0-2  |95-100|95-100|75-90 |40-55 |25-40 | 8-15
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
585B:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Coland----------|   65    |  0-20 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 20-44 |Clay loam,     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 44-60 |Loam, sandy    |SC, CL, CL-  |A-6, A-4     |   0  |   0  | 100  |90-100|60-70 |40-60 |20-40 | 5-15
                 |         |       | loam, sandy   | ML, SC-SM   |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Spillville------|   35    |  0-53 |Loam           |CL           |A-6          |   0  |   0  | 100  |95-100|85-95 |60-80 |25-40 |10-20
                 |         | 53-60 |Clay loam,     |SC, CL, SC-  |A-4, A-6     |   0  |   0  | 100  |95-100|80-90 |35-75 |20-40 | 5-15
                 |         |       | sandy clay    | SM, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       | loam, loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam    |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
638C2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Clarion---------|   60    |  0-8  |Loam           |CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         |  8-14 |Loam, silt loam|CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         | 14-28 |Loam, clay loam|CL, CL-ML    |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15
                 |         | 28-60 |Loam, sandy    |SC, CL, SC-  |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15
                 |         |       | loam          | SM, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   25    |  0-7  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL, CL-ML    |A-6, A-4     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
638D2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Clarion---------|   50    |  0-7  |Loam           |CL-ML, CL    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         |  7-14 |Loam, silt loam|CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         | 14-28 |Loam, clay loam|CL-ML, CL    |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15
                 |         | 28-60 |Loam, sandy    |SC-SM, SC,   |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15
                 |         |       | loam          | CL, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   30    |  0-7  |Loam           |CL, ML       |A-4, A-6     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL-ML, CL    |A-4, A-6     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
638E2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Clarion---------|   40    |  0-7  |Loam           |CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         |  7-14 |Loam, silt loam|CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15
                 |         | 14-28 |Loam, clay loam|CL, CL-ML    |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15
                 |         | 28-60 |Loam, sandy    |SC-SM, CL-ML,|A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15
                 |         |       | loam          | SC, CL      |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   40    |  0-7  |Loam           |CL, ML       |A-4, A-6     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL, CL-ML    |A-4, A-6     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
639C2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Salida----------|   45    |  0-7  |Very gravelly  |SM, SP-SM    |A-1, A-2     | 0-1  | 0-5  |85-95 |60-75 |30-60 |12-20 | ---  |  NP
                 |         |       | loamy sand,   |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly sandy|             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |  7-13 |Very gravelly  |SW, SP       |A-1          | 0-1  | 0-5  |50-90 |40-60 |10-30 | 0-5  | ---  |  NP
                 |         |       | loamy sand,   |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly loamy|             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly      |             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand   |             |             |      |      |      |      |      |      |      |
                 |         | 13-60 |Very gravelly  |SP, GP, GP-  |A-1          | 0-1  | 0-5  |20-70 |10-60 | 5-30 | 0-5  | ---  |  NP
                 |         |       | loamy sand,   | GM, SW      |             |      |      |      |      |      |      |      |
                 |         |       | gravelly      |             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | very gravelly |             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   35    |  0-7  |Loam           |CL, ML       |A-4, A-6     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL-ML, CL    |A-4, A-6     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
639D2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Salida----------|   45    |  0-7  |Very gravelly  |SM, SP-SM    |A-1, A-2     | 0-1  | 0-5  |85-95 |60-75 |30-60 |12-20 | ---  |  NP
                 |         |       | loamy sand,   |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly sandy|             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |  7-13 |Very gravelly  |SW, SP       |A-1          | 0-1  | 0-5  |50-90 |40-60 |10-30 | 0-5  | ---  |  NP
                 |         |       | loamy sand,   |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly loamy|             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly      |             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand   |             |             |      |      |      |      |      |      |      |
                 |         | 13-60 |Very gravelly  |GP-GM, GP,   |A-1          | 0-1  | 0-5  |20-70 |10-60 | 5-30 | 0-5  | ---  |  NP
                 |         |       | loamy sand,   | SW, SP      |             |      |      |      |      |      |      |      |
                 |         |       | gravelly      |             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | very gravelly |             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Storden---------|   35    |  0-7  |Loam           |CL, ML       |A-4, A-6     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15
                 |         |  7-60 |Loam, clay loam|CL, CL-ML    |A-4, A-6     | 0-1  | 0-5  |95-100|85-97 |70-85 |55-70 |20-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
655:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Crippin---------|   90    |  0-20 |Loam           |CL           |A-6, A-7     |   0  |   0  |95-100|95-100|80-90 |60-80 |30-45 |10-20
                 |         | 20-32 |Loam, clay loam|CL           |A-6          | ---  | 0-5  |95-100|90-100|80-90 |60-80 |30-40 |10-20
                 |         | 32-60 |Loam, clay loam|CL           |A-6          | ---  | 2-5  |90-100|85-100|75-90 |55-80 |30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
658:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Mayer-----------|   95    |  0-20 |Loam           |CL, ML       |A-4, A-6     |   0  | 0-2  |95-100|85-100|70-90 |50-85 |30-40 | 5-20
                 |         | 20-28 |Sandy clay     |CL, SM, SC,  |A-4          |   0  | 0-10 |85-95 |80-95 |65-85 |35-75 |30-40 | 5-15
                 |         |       | loam, loam,   | ML          |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand   |             |             |      |      |      |      |      |      |      |
                 |         | 28-60 |Sand, coarse   |SW, SP-SC, SP|A-1          | 0-1  | 0-10 |65-95 |45-85 |20-45 | 2-10 |15-20 |  NP
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
659:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Mayer-----------|   95    |  0-21 |Loam           |CL, ML       |A-4, A-6     |   0  | 0-2  |95-100|85-100|70-90 |50-85 |30-40 | 5-20
                 |         | 21-39 |Sandy clay     |ML, SM, SC,  |A-4          |   0  | 0-10 |90-100|80-95 |65-85 |35-80 |30-40 | 5-15
                 |         |       | loam, loamy   | CL          |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 39-60 |Gravelly coarse|SP, SP-SC, SW|A-1          | 0-1  | 0-10 |65-95 |45-85 |20-45 | 2-10 |15-20 |  NP
                 |         |       | sand, sand,   |             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand   |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
733:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Calco-----------|   90    |  0-41 |Silty clay loam|CL, CH       |A-7          |   0  |   0  | 100  | 100  |95-100|85-100|40-60 |15-30
                 |         | 41-50 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|85-100|40-60 |15-30
                 |         | 50-60 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|80-100|30-45 |10-20
                 |         |       | loam, loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           05/11/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
878:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Ocheyedan-------|   90    |  0-13 |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |65-80 |30-40 |10-15
                 |         | 13-26 |Sandy clay     |SC, CL-ML,   |A-4, A-6     |   0  |   0  | 100  | 100  |60-80 |35-55 |25-40 | 5-15
                 |         |       | loam, fine    | SC-SM, CL   |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 26-60 |Sandy loam,    |CL-ML, CL    |A-4, A-6     |   0  |   0  | 100  | 100  |85-95 |50-90 |25-40 | 5-15
                 |         |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
878B:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Ocheyedan-------|   90    |  0-13 |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |65-80 |30-40 |10-15
                 |         | 13-26 |Sandy clay     |SC-SM, SC,   |A-6, A-4     |   0  |   0  | 100  | 100  |60-80 |35-55 |25-40 | 5-15
                 |         |       | loam, fine    | CL, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 26-60 |Sandy loam,    |CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  | 100  |85-95 |50-90 |25-40 | 5-15
                 |         |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
878B2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Ocheyedan-------|   90    |  0-8  |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |65-80 |30-40 |10-15
                 |         |  8-13 |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |65-80 |30-40 |10-15
                 |         | 13-26 |Sandy clay     |SC-SM, SC,   |A-6, A-4     |   0  |   0  | 100  | 100  |60-80 |35-55 |25-40 | 5-15
                 |         |       | loam, fine    | CL, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 26-60 |Sandy loam,    |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |85-95 |50-90 |25-40 | 5-15
                 |         |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
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Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
878C2:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Ocheyedan-------|   100   |  0-8  |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |65-80 |30-40 |10-15
                 |         |  8-13 |Loam           |CL           |A-6          |   0  |   0  | 100  | 100  |75-90 |65-80 |30-40 |10-15
                 |         | 13-26 |Sandy clay     |CL, SC-SM,   |A-6, A-4     |   0  |   0  | 100  | 100  |60-80 |35-55 |25-40 | 5-15
                 |         |       | loam, fine    | SC, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       | sandy loam,   |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 26-60 |Sandy loam,    |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |85-95 |50-90 |25-40 | 5-15
                 |         |       | sandy clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
879:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Fostoria--------|   95    |  0-8  |Loam           |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|80-95 |25-40 | 5-15
                 |         |  8-42 |Loam, clay loam|CL           |A-6          |   0  | 0-5  | 100  | 100  |75-100|55-95 |30-40 |10-20
                 |         | 42-60 |Silt loam,     |CL           |A-6          |   0  | 0-5  | 100  | 100  |75-100|55-95 |30-40 |10-20
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
1048:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Knoke-----------|   100   |  0-6  |Mucky silt     |OH, MH       |A-7          |   0  |   0  | 100  | 100  |95-100|90-95 |60-90 |10-30
                 |         |       | loam, mucky   |             |             |      |      |      |      |      |      |      |
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |  6-32 |Silty clay     |OH, MH       |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |55-90 |15-40
                 |         |       | loam, mucky   |             |             |      |      |      |      |      |      |      |
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 32-60 |Silty clay     |CH, MH       |A-7          |   0  |   0  |95-100|95-100|90-100|80-95 |55-70 |25-40
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      |
                 |         |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
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Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
1135:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Coland----------|   90    |  0-20 |Loam, silty    |CL           |A-6          |   0  |   0  | 100  |95-100|85-95 |60-75 |30-40 |10-20
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         | 20-44 |Clay loam,     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 44-60 |Loam, sandy    |SC-SM, CL,   |A-6, A-4     |   0  |   0  | 100  |90-100|60-70 |40-60 |20-40 | 5-15
                 |         |       | loam, sandy   | CL-ML, SC   |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
1308:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Wadena Variant--|   95    |  0-19 |Loam           |CL, ML, CL-ML|A-4          |   0  |   0  | 100  |95-100|75-95 |50-65 |20-35 | 2-10
                 |         | 19-41 |Loam, fine     |SC-SM, SC,   |A-6, A-4     |   0  |   0  | 100  |95-100|75-95 |40-60 |20-40 | 5-15
                 |         |       | sandy loam    | CL, CL-ML   |             |      |      |      |      |      |      |      |
                 |         | 41-60 |Loamy fine     |SM, SC       |A-2          |   0  |   0  | 100  |95-100|65-80 |20-35 | 0-14 |  NP
                 |         |       | sand, fine    |             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
1585:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Coland----------|   70    |  0-20 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 20-44 |Clay loam,     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 44-60 |Loam, sandy    |SC-SM, CL,   |A-6, A-4     |   0  |   0  | 100  |90-100|60-70 |40-60 |20-40 | 5-15
                 |         |       | loam, sandy   | SC, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
1585B:           |         |       |               |             |             |      |      |      |      |      |      |      |
 Coland----------|   70    |  0-20 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 20-44 |Clay loam,     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 44-60 |Loam, sandy    |SC-SM, SC,   |A-6, A-4     |   0  |   0  | 100  |90-100|60-70 |40-60 |20-40 | 5-15
                 |         |       | loam, sandy   | CL, CL-ML   |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
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Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Greene County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
2315:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Fluvaquents-----|   45    |  0-60 |Loam           |CL-ML, CL    |A-4, A-6     |   0  |   0  | 100  | 100  |85-100|60-95 |25-35 | 5-15
                 |         | 60-80 |Variable       |GP           |A-1          | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Coland----------|   35    |  0-20 |Clay loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 20-44 |Clay loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 44-60 |Loam, sandy    |SC, CL-ML,   |A-4, A-6     |   0  |   0  | 100  |90-100|60-70 |40-60 |20-40 | 5-15
                 |         |       | loam, sandy   | SC-SM, CL   |             |      |      |      |      |      |      |      |
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
5010:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Pits------------|   100   |  ---  |      ---      |     ---     |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |         |       |               |             |             |      |      |      |      |      |      |      |
5020:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Pits------------|   100   |  ---  |      ---      |     ---     |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |         |       |               |             |             |      |      |      |      |      |      |      |
5040:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Orthents--------|   100   |  0-80 |Variable       |             |             | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |         |       |               |             |             |      |      |      |      |      |      |      |
5041:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Udorthents------|   100   |  ---  |      ---      |     ---     |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |         |       |               |             |             |      |      |      |      |      |      |      |
W:               |         |       |               |             |             |      |      |      |      |      |      |      |
 Water-----------|   100   |  ---  |      ---      |     ---     |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |         |       |               |             |             |      |      |      |      |      |      |      |
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
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